Nata Jiangsu Nata Opto-electronic Material Co., Ltd.

Triethylborane ( TEB
B(CHs):
CAS 97-94-9

-93

95

0.675g/cm’
53 mbar 20

® <51 0-25 30-70%RH



® Adduct Grade

Adduct Grade Units
1 Ca <0.03 ppm
2 Cr <0.2 ppm
3 Cu <0.05 ppm
4 Fe <0.1 ppm
5 Mg <0.02 ppm
6 Mn <0.03 ppm
7 Ni <0.3 ppm
8 Si <10.0 ppm
9 Zn <0.2 ppm




